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TYPICAL CHARACTERISTICS

TEST DESCRIPTION METHOD TYPICAL RESULTS

NLGI grade 3
Color i Natural, smooth
Thickener Lithium
Base oil Mineral
Kinematics Viscosity @ 40 °C (cSt) ASTM D-445 30.5
Worked Penetration ASTM D-217 220 - 250
Dropping Point ASTM D-588 180 min
Copper Strip corrosion (100C/24h) JIS K 2220 5.5 1B

4 Ball Test NPC-H-7202-1 0.85

Qil Separation @ 100C/24h, mass% JIS K 2220 5.7 0
Temperature range, C -15 to +130




