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TYPICAL CHARACTERISTICS

TEST DESCRIPTION METHOD TYPICAL RESULTS
8904 8404

SAE Viscosity Grade SAE J 306 90 140 80W90  85W140
Specific Gravity @ 15 °C ASTM D-4052 0.893 0.907 0.895 0.904
Flash Point, °C ASTM D-92 220 226 220 215

Pour Point, °C ASTM D-97 -8 -8 -15 -15
Kinematics Viscosity @ 40 °C (cSt) ~ ASTM D-445 150 421 145.9 394
@100 °C (cSt)  ASTM D-445 15 284 14.4 28.1
Viscosity Index ASTM D-2270 98 96 96 98
Colour ASTM D-1500 <25 <35 <25 <3.0
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